








Aesthetics of glass products — such as color, transmittance, reflectivity,
etc. —are very. subjective: Cardinal LoE glass is virtually non-reflective,
and and its transmitted and exterior appearance covers a range of neutral
earth tones. Viewing angle, sky conditions (blue sky vs. overcast), colors
of objects being reflected, colors of materials behind the glass (e.g.,
blinds, draperies) and viewing distance away from the glass will have a
dramatic impact on the perceived glass aesthetics. Using clear glass as a
basis, the depiction below shows the transmitted appearance and the
exterior appearance of Cardinal’s LoE products.
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Wind Loads and Insulating
Glass Size Limits

The wind load data presented
is based on ASTM Standard

E 1300-04 (Standard Practice
for Determining Load
Resistance of Glass in
Buildings] for annealed glass.

The charts may be used by
the design professional to
choose the appropriate glass
product to meet the wind load
criteria specified. The charts
are for insulating glass units
and assume four-sided sup-
port with support deflections
not greater than L/175 of the
span at design load, and a

uniform 3-second load duration.

Breakage probability for insu-
lating glass is 8/1000 units.
By definition, breakage of
either lite in an insulating
glass unit constitutes unit
breakage. The 8/1000 unit
breakage probability is the
combined probability for both
lites when the unit is exposed
to design load.

Load Factors

How to use the wind load
chart and design factors:

e Locate the long dimension
and short dimension on the
chart.

e Draw a vertical line from the
long dimension and a hori-
zontal line from the short
dimension.

At the point where these
lines intersect, interpolate
between the wind load (kPa)
contours to determine the
allowable wind load. For
windload in PDF, use the
conversion factor in chart.

If the glass construction
other than annealed-
annealed is to be used,
determine the wind load for
the annealed-annealed
glass with the appropriate
glass thickness, and multi-
ply this wind load by the
appropriate load factor (see
Load Factors below).

Annealed-Annealed 1.0
Heat Strengthened-Annealed 1.11
Heat Strengthened-Heat Strengthened 2.0
Heat Strengthened-Tempered 2.11
Tempered-Tempered 4.0

Note: Load factors assume the following:

1. Heat strengthened glass to have a surface compression between
24.1 MPa (3,500 psi) and 51.7 MPa (7,500 psi).

2. Tempered glass to have a surface compression of 69 MPa (10,000
psi) minimum.

3. Duration of load is 3 seconds.

4. 8/1000 probability of failure.
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Glazing Guidelines

Guidelines are offered on the
requirements of framing sys-
tems to minimize the potential
of glass breakage and possible
seal failures of insulating
glass units. Additional glazing
recommendations may be
found in the GANA (Glass
Association of North America)
Glazing Manual (Current
Edition). Failure to adhere to
the minimum recommenda-
tions listed and those present-
ed in the GANA Glazing
Manual may invalidate
Cardinal's product warranties.

GLASS TYPES

Annealed glass can be used
for vision applications where
clear, tinted and LoE glasses
are specified, provided they
meet the windload, thermal
stress and building code
requirements of the project.

Heat strengthened glass is
approximately two times as
strong as annealed glass in
resisting windload. If it frac-
tures, it usually breaks into
large sections (similar to
annealed glass) and usually
remains in the opening. If it
meets all requirements, codes
and specifications, heat
strengthened glass should be
used in all applications where
annealed glass will not meet
thermal or windload require-
ments. Heat strengthened

glass can be used for all tint-
ed, LoE and reflective vision
applications. It is the recom-
mended choice for all spandrel
applications.

Tempered glass is approxi-
mately four times as strong as
annealed glass in resisting
wind load. If fracture occurs, it
will break into very small par-
ticles which usually will evacu-
ate the opening and could
cause damage or injury to
people below. Because of this,
Cardinal recommends that the
use of tempered glass in com-
mercial construction be
restricted to applications
where codes require safety
glazing, fire knockout panels
or in non hazardous applica-
tions where glass fallout
potential is not a concern.

HEAT STRENGTHENED/
TEMPERED

GLASS MANUFACTURING
Glass tempering and heat
strengthening are processes of
heating annealed glass to
approximately 1200°F (650°C)
and then rapidly cooling it with
air. The resultant piece of glass
is thermally strengthened
resulting in it being approxi-
mately two to four times
stronger than a piece of
annealed glass. This increased
strength is the result of perma-
nently locking the outer surface
molecules of the glass in com-

pression and the center portion
in compensating tension.

Since the glass is reheated to
its softening point and then
rapidly cooled, a certain
amount of warp or bow is
normally associated with each
piece of heat treated glass.
Generally this warp or bow is
not a significant factor to the
design professional. On occa-
sion it shows up as distorted
reflected images under certain
viewing conditions and will be
more noticeable as the out-
door reflectance of the glass
increases.

A visible phenomenon of tem-
pered and heat strengthened
glass is a strain pattern that
might appear under certain
lighting conditions, especially
if it is viewed through polar-
ized lenses. The strain pattern
can appear as faint spots,
blotches or lines; this is the
result of the air quenching
(cooling) of the glass when it
was heat treated and is not a
glass defect.

Distortion can occur in all
glass products (i.e. annealed,
heat treated, monolithic, insu-
lating, coated or non-coated).
These sometimes visible phe-
nomena are the direct result of
light being reflected and
refracted at different angles
and speeds through uneven
glass surfaces which occurred
during the air quenching
process.

Mirror-like images should not
be expected from glass that
has been tempered or heat
strengthened. Quality stan-
dards for various sizes and
thicknesses of heat treated
glasses are detailed in ASTM
Specification C1048-04. Some
glass products will tend to
accentuate distortion levels if



they have a relatively high out-
door reflectance. Viewing
angle, glass type, sky condi-
tion, time of day, glass orienta-
tion and the type and amount
of reflected images all affect
the perceived degrees of dis-
tortion in any glass product.
Causes of distortion can be
attributable to one or a combi-
nation of the following factors:

1. Roll Ripple
a. Heat treatment process
for heat strengthened and
tempered glass
2. Bow or Warp (either positive
or negative)
a. Heat treatment process
b. Differences between
insulating glass airspace
pressure and barometric
pressures
. Difference between insu-
lating glass airspace tem-
perature and outdoor
temperature
d. Static or dynamic pressure
differences from indoors
to outdoors (i.e. windload,
buildings internal pres-
sure, etc.)
e. Glazing stop pressure
f. Framing manufacturing
and erection tolerance
g. Insulating glass airspace
fabrication pressures

[g]

It is Cardinal’s intent to control
and minimize distortion levels
in processes under our con-
trol. The glazing system, tem-
peratures and pressures
greatly influence the amount
of distortion. It is recommend-
ed that the design professional
responsible for glass selection
view a mock-up of the intend-

Overall Thickness
1" (19-25mm)

Face Clearlance

ed glass choice in an environ-
ment as close as possible to
the actual building site to
determine if the glass product
meets the aesthetic objectives
of the project.

The glazing system should
provide recommended face
and edge clearances and bite
to retain the glass in place
under windload. It also should
thermally and mechanically
isolate the glass from the
framing members to prevent
glass to metal contact.
Sealants or gaskets should
provide a watershed with an
approximate height of 1/16”
(1.6mm) above the edge or
sightline of the glass framing
members. The bite plus water-
shed should be large enough
to cover the insulating glass
sightline.

Glass lights should be set on
two 80 to 90 durometer neo-
prene setting blocks posi-
tioned at the quarter points.
When this is not practical, the
setting blocks can be installed
to within 6” (152mm) of the
vertical glass edge. Length of
the setting block should be
0.1” (2.5mm] in length for each
square foot of glass area, but
no less than 4” (102mm) in
length. The setting block
should be 1/16” (1.6mm] less
than the full channel width and
be of sufficient height to pro-
vide the nominal recommend-
ed bite and minimum glass
edge clearance.

3/16” (4.8mm)]

Water should not be permitted
to remain in the glazing rab-
bet. A weep system should
incorporate enough weep
holes to ensure adequate
drainage; usually this consists
of three 3/8” (9.5mm) diameter
holes or equivalent, equally
spaced at the sill.

The framing system should
provide structural support for
the glass and under design
loads must not exceed either
the length of the span divided
by 175 or 3/4” (19mm])
whichever is less. Horizontal
member deflection due to the
glass weight should be limited
to 1/8” (3mm) or 25% of the
design edge clearance of the
glass or panel below, whichev-
er is less. In dry glazed gasket
systems compressive pressure
exerted at the glass edge
should be 4 to 10 pounds per
lineal inch (700 to 1750 N/n).

THERMAL STRESS

When window glass is warmer
at the center relative to the
edge as shown above, the
expansion of the central zone
places a tensile stress on the
glass edge. Based upon the
coefficient of thermal expan-
sion for soda lime glass, a 1° F
(.55°C) temperature gradient
creates 50 psi (345 kPa)
mechanical stress in the glass
edge. When the stress exceeds
the strength of the glass edge,
a thermal fracture can occur.
Low stress fractures, i.e. less
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than 1,500 psi (10,335 kPa)
stress, can be characterized by
a single fracture line perpendi-
cular to the glass edge.
Typically a flaw or chip can be
found at the edge (origin) of
this type of fracture. Higher
stress fractures can be charac-
terized as having multiple vent
lines running into the daylight
opening.

Basically there are three worst
case conditions in which to
evaluate the stresses in glass
and the impact on breakage
expectations. The conditions
are: cold winter night, cold win-
ter day with high solar load, hot
summer day with high solar
load. Each of these conditions
creates the following responses
in a sealed, double glazing unit.

1. Cold Winter Night

Under these conditions the
interior lite of glass will be
exposed to the maximum ther-
mal stress. The thermal resist-
ance of the IG unit keeps the
central glass region relatively
warm. At the edge of glass,
however, the thermal conduc-
tivity of the IG edge seal and
the frame design will drop this
glass edge temperature signifi-
cantly. This warm center/cold
edge condition now creates
tensile stresses and increased
breakage potential.
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2. Cold Winter Day with High
Solar Load

Solar absorptance in the interi-
or lite of glass will increase its
central temperature and the
resulting thermal stresses. In
addition, any shading devices
used on the inside of the win-
dow will tend to trap and/or
reflect heat back at the glass,
further increasing the glass
temperatures. In either case,
the effect of solar loads on the
edge temperatures are mini-
mal. This may lead to higher
stress potentials than the win-
ter night-time conditions if the
solar absorptance of the interi-
or lite is greater than that of
clear glass.
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3. Hot Summer Day with High
Solar Load

Clear glass with its low solar
absortance is not affected by
these conditions. Absorbing
glasses li.e. LoE coated and/or
tinted) can see a greater heat
build up under these condi-
tions. If the glass edge is shad-
ed due to a window or building
projection, the non-uniform
heating of the glass surface
then can lead to thermal
stresses.

Features that can affect ther-

mal stress on glass are as follows:

* Glass type (thickness, tint,
coating type)

e Condition of glass edges

e Shadow patterns on glass

e Heat trap caused by closed
blinds or draperies

e Amount of solar radiation

¢ OQutdoor-Indoor temperatures

e Framing material

e Glass size

Static and moving shade pat-
terns on glass from building
overhangs, columns, trees and
shrubbery and other buildings
create varying degrees of ther-
mal edge stress on the glass.
The glass type (clear, tinted,
LoE), glass size and thickness,
degree and type of shadow
pattern, outdoor temperature
extremes and time of the year
all influence the amount of
thermal edge stress. If ther-
mally induced stress is high
enough, glass fracture could
occur. In most applications,
thermal stresses caused by
the above are not high enough
to cause breakage of heat
treated glasses but could
cause breakage of annealed
glass. Cardinal offers a glazing
review on projects to recom-
mend specific glass types and
treatment to reduce the poten-
tial of thermal breakage.

Draperies, venetian blinds or
other interior shading devices
must be hung so as to provide
space at the top and bottom or
one side and bottom to permit
natural air movement over the
room side of the glass. The
following criteria must be met
to avoid formation of a heat trap:
1. Minimum 1.5” (38mm)
clearance required at the
top and bottom or one side
and bottom between shad-
ing device and surrounding
construction, or a closure
stop of 60° from horizontal
for horizontal blinds.

2. Minimum 2" (51mm) clear-
ance between glass and
shading device.

3. Heating/cooling outlets

must be to room side of
shading device.

Heat strengthening or temper-
ing of the glass may be neces-
sary to offset the effects of a
lack of adequate ventilation.

The following are recommen-
dations for blinds and
draperies to reduce glass
thermal stress:

1. Vertical blinds are recom-
mended over horizontal
blinds.

2. Dark blinds are recom-
mended over light blinds.

3. Open weave draperies are
recommended over continu-
ous material.

4. A closure stop is recom-
mended on horizontal or
vertical blinds to prevent
them from closing com-
pletely.

5. A natural air vent is recom-
mended across the head of
the horizontal detail.

Cardinal offers a glazing

review with windload and ther-

mal stress analysis on projects

that will use our glass. To pro-

vide a complete and thorough

review, Cardinal requests the

following information:

1. PROJECT NAME

2. LOCATION

3. DESIGN WINDLOAD OR
WIND STUDY RESULTS

4. TAKE-OFF (listing sizes,
quantities, and glass types)

5. PRINTS, SHOP DRAWINGS,
or other detailed informa-
tion which will reveal the
following:

a. Type and Color of Frame
(conventional aluminum,
rubber ziplock, struc-
turally glazed, other)

b. Typical and Extreme
Canopy Measurements
with Respective
Elevations (left and right
projections, overhang)

c. Location of any Set-Back
or Inside Corners (list
true elevation)



d. Glazing Details-Setting
blocks (type and gty/unit)
Edge blocks (type and
gty/unit) Edge clearance
Bite Weep system
Gasket types Wet seal
(types and usage) Wall
type (strip window,
curtain wall, punched
opening)

6. AREAS ADJACENT TO
BUILDING WITH HIGH
REFLECTANCE (concrete,
water, light colored sill or
adjacent walls)

7. TYPE OF INTERIOR SHAD-
ING (color, vented or not,
drapes or blinds, open or
closed weave)

8. WINTER-TIME GLAZING OR
NOT

9. ARCHITECTURAL SPECIFI-
CATIONS

Customer Responsibility: It is
the responsibility of Cardinal's
Customer to make certain that
the above minimum and GANA
glazing guidelines are fol-
lowed. Other requirements, i.e.
material submittals and test-
ing, etc. may be required
depending on the scope of the
project.

An extremely high percentage
of glass breakage in monolith-
ic and insulating glass units
can be attributed to:

1. Glass damage to the surface
and edge caused by poor
handling procedures and/or
metal to glass contact in the
sash.

2. Windblown debris and
falling objects.

Glass
Exterior

3. Thermal stress caused by a
temperature difference from
the center of the glass to the
edge of the glass. To reduce
the potential of glass break-
age from thermal stress,
keep outdoor shadow lines
to a minimum and follow the
indoor shading and heat
duct locations listed.

Causes of Insulating Glass

Failure: Insulating glass seal

failures can usually be attrib-

uted to:

1. Incompatibility of glazing
materials with the insulating
glass sealants

2. Water in glazing rabbet

3. Non-support of both glass
lights with setting blocks

Any glass installed more than
15° off the vertical plane is
considered to be sloped glaz-
ing. Ultimately, the safest
practical glass combinations
which we recommend are
tempered on the “top side”
and laminated heat strength-
ened on the “bottom side.”

However, the design profes-
sional must consider many
requirements for each particu-
lar project and choose the
proper glass combinations.
Generally, the following items
should be considered in
product selections:
¢ Safety for the occupants,
should glass fall out after
breakage
e Live and dead loads (wind,
snow, rain)

e Solar exposure

e Proper drainage

e Proper security

e Mechanical system require-
ments

e Fire codes or other applica-
ble glazing codes

¢ Design esthetics glazing
angle

¢ Snow and ice build up which
could create a safety issue
when it falls

U-Values and heat gains for
sloped glazing applications are
dependent upon glazing angle,
compass orientation and
indoor thermal conditions.

Cardinal will recommend glass

thicknesses for sloped glazing

applications, provided the fol-

lowing variables are supplied:

1. Architect’'s Design Windload
(psf)

2. Architect’s Design Snowload
(psf)

3. Glazing Angle

4. Glass Size

5. Glass Construction

The following specifications
are applicable to Cardinal LoE
Glasses when viewed against a
bright uniform background.

Coating Uniformity: A slight
variation in color, reflectance,
and transmission is acceptable
when viewed from a distance
of 10 feet (3m).

Physical Properties of Cardinal IG Units'

Glass Interior Approximate

WeightLbs/ft?

Overall®
Thickness

Maximum
Dimension

Tolerance

+1/32" (+ .8mm)
-1/16" (-1.6mm)

+1/32" (+ .8mm)
-1/16" (-1.6mm)

144"
(3,658mm)

144"
(3,658mm)

50 sq. ft.
(4.6 sq.m)

50 sq. ft.
(4.6 sq.m)

Maximum Area
Annealed Glass

Guide

Specification

The following guide specifica-

tion is recommended for

specifying Cardinal LoE insu-

lating glass products:

A. Cardinal IG LoE Products

B. Dual Sealed Insulating
Glass: Butyl primary,
Silicone secondary seal,
Bent corners, Air filled or
Argon filled

C. Certified through the
Insulating Glass
Certification Council (IGCC)
or the Insulating Glass
Manufacturers Alliance
(IGMA] in accordance with
ASTM Specification E-2190

D. Winter nighttime U-Value
(see performance data).

E. Shading Coefficient, Solar
Heat Gain Coefficient

(see performance data and glass type).

Dimension
Tolerance

+1/8-1/16"
(=3.2mm-1.6mm)

+1/8-1/16"
(=3.2mm-1.6mm)




With Neat"Naturally Clean Glass, Windows
Stay Cleaner Longer and Clean Easier.

Neat glass harnesses the power of the sun’s
UV rays to loosen dirt so water can rinse It
away, leaving windows virtually spotless.
Windows stay cleaner longer and clean easier.
Because Neat is available with any of our LoE
coatings, you get all of their performance
benefits as well as a cooler interior in hot
weather, a warmer one In cold.
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The science of Neat.

It's not magic but close to it.
A variety of different technolo-
gies go into manufacturing
Neat glass. But the key tech-
nology—the one that helps
windows stay cleaner
longer—is the super-thin
coating we apply. Using our
patented double-sputtering
process, we apply an invisible,
durable and permanent coat-
ing of silicon dioxide and
titanium dioxide.

The cleaning process starts
with ultra-smooth glass.
Silicone dioxide makes Neat
glass smoother as glass ages.
In fact, it's much smoother
than ordinary glass. So water
disperses evenly, sheets off
and evaporates quickly, greatly
reducing water spotting.

The sun and rain finish the job.
Titanium dioxide reacts chem-
ically with the sun’s UV rays,
causing organic materials
that are on the glass to
decompose. It works even on
cloudy days, as 80 percent of
UV radiation gets through
cloud cover. Then when it
rains, the decomposed dirt is
rinsed away, leaving the glass
almost spotless. Result?
Building owners and man-
agers spend less time wash-
ing windows.

Finally, sputtering provides
two more clear advantages.
First, Neat allows more visible
light transmittance than any
comparable competitive product.
Second, it's also less reflective.

Neat

Wy ie-
E -

glass

o

v

-

The smooth surface disperses water evenly, removing dirt more quickly

Water beads higher on rough surface of o
and reducing water spots.

ordinary glass, causing more spots and
greater cleaning needs.




23

With Preserve™ Protective Film, Get Window
Protection from Our Place to Yours.

We at Cardinal take great care to ensure that
glass leaves our factories in perfect condition.
However, after it leaves the production facility,
glass can be damaged in shipping and handllng
The job site during construction g
can be a battlefield. Glass can
easily get scratched or damaged.
It gets spattered with paint and
mud. Yet customers expect a S s
beautiful new space with clean glass.

With Preserve on your glass, Then at the job’s completion, Finally, because Preserve

you can meet those expecta- Preserve peels off taking all contains no harmful chemi-
tions. Cleanup is a snap. the accumulated dirt and cals or by-products, it can be
Preserve is a clear protective labels with it. There's no need disposed of with the rest of
film that is factory-applied in for razor blade cleanup so you normal construction site
overlapping layers, ensuring reduce the risk of scratched debris. Preserve saves you
that the glass surface is protect- glass and the costly window time, money and a lot of hassle.
ed. It is applied to both the inner replacement associated with it.

and outer surfaces of IG units.




FACTS ABOUT PRESERVE

® Preserve incorporates a water-based adhesive and is rated as a low
density polyethylene. <&

e Preserve should be removed within one year of installation.

¢ Preserve contains no harmful chemicals or by-products and can be
disposed of with normal construction site debris.

¢ Preserve should not be pressure washed.

¢ Do not affix permanent grilles or external fixtures directly to
Preserve. Consult Cardinal or your window supplier for proper
application techniques.

e Acid should not be used on Preserve.

¢ Do not use razor blades, which can scratch or score the glass, to
remove Preserve film.

¢ Preserve is covered by one or more of the following U.S. patents:
5,020,288, 5,107,643, 5,599,422 and 5,866,260.




Company Structure

Cardinal Glass Industries is a corporation with five wholly-owned subsidiaries.

Cardinal enjoys a broad base of domestic and foreign customers.

Cardinal IG Company
(Insulating Glass)
Casa Grande, AZ
Fargo, ND
Fremont, IN
Greenfield, IA
Hood River, OR
Roanoke, VA
Spring Green, WI
Tomah, WI
Waxahachie, TX
Wilkes-Barre, PA

Cardinal CG Company
(Coated Glass & Optical Mirrors)
Buford, GA

Galt, CA

Northfield, MN

Spring Green, WI
Tumwater, WA
Waxahachie, TX

Cardinal FG Company

(Float and Tempered Glass)
Menomonie, WI (Float)
Mooresville, NC (Float)
Portage, WI (Float]

Winlock, WA (Float)

Chehalis, WA (Tempered)
Durant, OK (Tempered & Float)
Moreno Valley, CA (Tempered)]
N. Salt Lake City, UT (Tempered)
Tomah, WI (Tempered)



‘» Cardinal Glass Industries
Eden Prairie, MN, USA

Q- Cardinal 16 R&D
St Louis Park, MN, USA

4 Cardinal CG R&D
Spring Green, WI, USA

Cardinal LG Company
(Laminated Glass)

Amery, WI

Ocala, FL

Certification Programs

Certification programs like these help us make
sure that our product designs comply with
government safety and durability.

Insulating Glass Certification Council (IGCC)
National Fenestration Rating Council (NFRC)
Safety Glazing Certification Council (SGCC]

Standard and Codes

With compliance with established standards, our
inherent quality and product performance are
fully recognized.

ASHRAE

ASTM International

Canadian General Standards Board (CGSB)
International Code Council

Trade Associations

Cardinal supports industry efforts in research,
education and the advancement of building
science through work with these
organizations.

American Architectural Manufacturers
Association (AAMA)

Center for Glass Research

Insulating Glass Manufacturers Alliance (IGMA])
Society of Vacuum Coaters

Window & Door Manufacturers Association
(WDMA)








